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TECU® Patina
Colour Variations on TECU® Patina
(preliminary documentation)
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The surface of TECU® Patina sheets corresponds to that of a naturally 
evolved copper patina. Colour variations are an ordinary and, in fact, a 
desired part of the patination process, as they underscore the natural 
quality of the product and the individual character of each sheet. 
Differences in the sheets varying from tones of yellow-green to blue-green 
are gradually evened out over time as a result of exposure to weathering. 
They are not an indication of quality deficiencies, but rather a mark of the 
product’s unique natural qualities.

For more information, please contact: 

KME Germany AG & Co. KG
BU Rolled Roofing / Project Consulting (Int.)
Klosterstraße 29, 49074 Osnabrück, Germany
Tel. +49 (0) 541 / 321 - 2000
Fax +49 (0) 541 / 321 - 2111
www.tecu.com, info-tecu@kme.com

Information within this paper might be preliminary and subject to changes due to 
technical advance. 
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Colour Variations on TECU® Patina
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IPF  in Dresden, Germany 20000946P2020101 08.01.2002
20000946P2020102 24.01.2002
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Office Building Hohemarktstr. 27 in Oberursel, Germany 20010855P2050003 11.03.2003
20010855P2050027 23.06.2003
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Office Building Hohemarktstr. 27 in Oberursel, Germany 20010855P2050002 11.03.2003
20010855P2050026 23.06.2003
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Bank „Sparkasse“ Office Building in Minden-Lübbecke, Germany 20051195P2050011 07.04.2006
20051195P2050101 05.06.2006
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Bank „Sparkasse“ Office Building in Minden-Lübbecke, Germany 20051195P2050012 07.04.2006
20051195P2050102 05.06.2006
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Bank „Sparkasse“ Office Building in Minden-Lübbecke, Germany 20051195P2050016 25.04.2006
20051195P2050105 05.06.2006
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Bank „Sparkasse“ Office Building in Minden-Lübbecke, Germany 20051195P2050007 25.04.2006
20051195P2050225 31.07.2006
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Island Project in Abu Dhabi, United Arab Emirates 20051271P1060009 19.01.2007
20051271P1060120 20.06.2007
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TECU® Patina TSP on our testing area in Osnabrück, Germany P0000601 11.10.2006
P0000602 14.11.2006
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TECU® Patina TSP on our testing area in Osnabrück, Germany P0000601 11.10.2006
P0000602 14.11.2006
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